x Agilent Technologies

Certificate of Analysis
Tuning Solution for ICP-MS

Agilent Part Number:  5985-5959 Lot Number: 27-13GSX2
Labeled | Measured Start Matl Start Matl Labeled | Measured Start Mat Start Mat]
Analyle | CAS# Conc. | Conc. | SRM Fomnula _ Purity § Analyts | CAS#® | conc Conc. | SRM Formula Pu
Co 17440451 | 1.00 gL | 1.0% ppit. | 3110° Ca{ COax{HiO}) 98,99+ Mg 7438-854 | 1.00 g | +.00 gt | 3131a* Mg 99,99+
Co | 7440-48-4 | 1.00pgl | 1.00 pgiL | 3113° Co 59,99+ m 7440-28-0 | 1.00pgn. | 1.00pgA. | a1s8° TINO, 85.99+
Li | 7438-83-2 | 1.00 pgl | 1,00 pgil | 31292 LLCO, 99.99+ Y 7440-65-5 | 1.00 pgl. [ 0.999 pgn. | 31672° Y0y 69,99+
* - Indicates NIST SRM 1 - indicates CRM (when NIST SRM [s not avallable)

Purity grades:

Starting Matarials: Shown abave

Matrix:

2wt% HNOy: HNO, (CAS No. 7697-37-2) high purhy grade

Traceability:

This standard has been produced gravimetrically and volumetrically using ISO 9601 quality procedures. Aglient ICP / ICP-MS
Spectrometer was used to determine the concentration of the maln elements via NIST SRMs shown above, as well as the Impurities,
Other reference standards used: all 8; 26-147GS; 26-128GS.

Trace Metallic Impurities in the Actual Solution, in pg/L, via Agilent ICP-MS Analysis, results are accurate to £10%:

Etament Cone, Element | Conc. Elamant Cane, Elamant Cone, Eldmont | Cone Elament | Conc. |

Ag <t.05 Cs <0.05 Hao =0.05 Nd <005 §| Ru <005 Ta <0,05
Al <03 § Cu <0.05 In <0.05_ Ni <005 § Sb <0.05 Ih <005 |

| As <0.05 Dy <005_J i <0.05 B <50 Sc <0.05 Ti <005 |
Ay <005 1 Er «0.05 K <1 [ <005 § 5o <04 Tm
B <05 Eu <0.05 Lo <0.05 Pd <005 F si <50 1] <0.05
Ba | <005 Fo 0.3 Ly =0.05 Pr =005 1§ _sSm <0.05 v <0.05
Be <0.05 Ga =005 § Mo 0,05 B <0.05 Sn <0.05 W_ | <005
1] <0.05 Gd <0.05 Mo <005 Rb <005 0 Sr =005 Yb <0.05

| Ca < Ga <0.05 Ns =1 Re <0.05 Ta <0,05 Zn <03
Cd <005 Hf <005 | RNb 05 Rh 05 Tb =0.05 rid =<0.05 |
Cr <005 Hag | <0.05

Balances are cafibrated regularly with weight sels traceable to NIST.

Agllent reference standards are guaranteed stable and accurale o +10% of measured analyle concentration. This unceriainty Is al 95%
confidence interval, a coverage factor of 2. For these solutions we use the highest purity acids applicable, 18 megohm double delonized
water and acid-leached, triple rinsed botfles. All glassware used Is class A. This standard was manufaclured following the guidelines set
forth under iSO 17025 and ISO Guide 34 ragulations.

Date of release: April 30, 2018 ET W.ﬁ T“\L

Dats of expiration:  April 30, 2018 QC Coordinator
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